UNS NO8800O NAS sooL

NAS 800L SUS 316L
1 NAS 800L (wt.%)
C Si Mn P S Ni Cr Al Ti Cu
0.10| 1.00 1.50 0.030 0.015 30.00 19.00 015 015 0.75
' ' ' ' ' 35.00 23.00 0.60| 0.60 '
0.012 | 0.30 0.27 0.015 | 0.0005 30.5 19.9 0.32 0.40 0.03
JIS G 4902 NCF 800
ASTM A240 UNS N08800, ASTM B409 UNS N08800
ASME SB-409 UNS N08800
2 NAS 800L
g om 8.02
J g K 0.460
HMQ cm 99
w cm K 0.17
10°® 38 100 14.2
38 400 16.6
38 850 18.4
3 NAS 800L
02%YS. N mm? TS. N mm? El % HV
228 556 42 126
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NAS

NAS 800L
1 2
20%NaCl + 1%Na,Cr,0- 30%MgCl,
(boil, 330hr) (boil, 110hr)
NAS 800L No SCC No SCC
NAS H840 No SCC No SCC
SUS316 scc scc
SUS304 scc scc

SCC = Stress Corrosion Cracking

No SCC =
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